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concentration through epitaxial layers, to determine that the
bulk breakdown fields in InP are ‘~40% higher than in equivalentlydoped GaAs and to find (for the first time) two hole traps by
optical transient capacitance spectroscopy . (‘~iO.l eV and ~0.5 eV)above the valence band.
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